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 EN ISO 1519  Paints and varnishes - Bend test (cylindrical mandrel) -- X
 - 

 EN ISO 1520  Paints and varnishes - Cupping test -- X  - 

 ISO 2360 Non-conductive coatings on non-magnetic electrically conductive basis 
materials - Measurement of coating thickness - Amplitude-sensitive eddy-
current method 

 EN ISO 2409  Paints and varnishes - Cross-cut test -- X  – 

 ISO 2810 Paints and varnishes - Natural weathering of coatings - Exposure and 
assessment -- X  -  – 

 EN ISO 2813 Paints and varnishes - Determination of specular gloss of non-metallic paint 
films at 20 degrees, 60 degrees and 85 degrees  -- X

   20 
, 60  85 

 EN ISO 2815  Paints and varnishes - Buchholz indentation test -- X
 Buchholz 
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 EN ISO 3231  Paints and varnishes - Determination of resistance to humid atmospheres 
containing sulfur dioxide 

 ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests -- 
 - 

 EN ISO 11341                       Paints and varnishes -- Artificial weathering and exposure to artificial    
                                                  radiation -- Exposure to filtered xenon-arc radiation  -  -    
                                                   -     
                                                   

BS 6161, Part 18 Methods of test for anodic oxidation coatings on aluminium and its alloys. 
Determination of surface abrasion resistance 

ASTM D2794  Standard Test Method for Resistance of Organic Coatings to the Effects of 
Rapid Deformation (Impact) -  

ASTM D3260 Standard Test Method for Acid and Mortar Resistance of Factory-Applied 
Clear Coatings on Extruded Aluminum Products 

DIN 50017  Atmospheres and their technical application; Condensation water test 
atmospheres 

 1501-15-04-01-00  Health - Safety and Environmental Protection requirements for demolition 
works --  - 

-

 EN 149 Respiratory protective devices - Filtering half masks to protect against 
particles - Requirements, testing, marking -- 

 -  - ,
,

 165-95 Mesh type eye and face protectors for industrial and non-industrial use 
against mechanical hazards and/or heat --  

  
 

 EN 388 Protective gloves against mechanical risks -- 
.

 EN 397 Industrial safety helmets  (Amendment A1) – .

 EN 863 Protective clothing - Mechanical properties - Test method: Puncture 
resistance - . .

.

 EN ISO 20345 Safety Footwear for Professional Use -- Y

3

.
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2  C - 3 1  2001 

3  C - 32 2003 

4  C - 3 3  2005 

5  C - 3 4  2007 

6  C - 3 5  2009 

 QUALANOD: 

-  EN ISO 2360 

-    12373-3 

-  12373-4 

-    12373-5 

-  12373-7 

-  BS 6161, Part 18 

4.4.2    

  QUALICOAT 
.

 60 ,

  QUALICOAT. 

 QUALANOD: 

/

1. ISO 2813 

2.  EN ISO 2360  

3.  EN ISO 2409  

4.  Buchholz  EN ISO 2815  

5.  (Cupping test)  EN ISO 1520  

6.  EN ISO 1519  

7. ASTM D2794

8.  Machu QUALICOAT  

9. ISO-9227 

10.  SO2  EN ISO 3231  

11.  EN ISO 11341  

12.  ( ) QUALICOAT  

13. ASTM D3260 

14. QUALICOAT 

15. DIN 50017 

16.  (  FLORIDA) ISO 2810 
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4.4.3 .

 ( , )
  QUALIDECO 

.

 QUALIDECO. 

 QUALIDECO 
:

) : ISO 2813 

) :  EN ISO 2360 

)  SO2:  EN ISO 3231 

) :  EN ISO 1.1341 

) : ISO 105/ 02

)  (  FLORIDA): ISO 2810 

4.4.4  ( , )
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  ( ) (  1) - 
 (  2) 

e (mm) 

 (m) 

2,5 2,5< 5 5< 7 >7 

15 12 16 20 25 

>15 16 16 20 25 

20 16 20 25 30 

>20 20 20 25 30 

 (  16) 
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 (m)

2,5 2,5< 5 5< 7 >7 

8 8 10 12 

 (  13,14) 
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,
PVC

P G P G P G P G 

 3 3 3 4 4 - - - 

 3 3 3 4 4 6 6 6 

4 4 4 4 4 6 6 6 

4 4 4 4 4 4 4 4 

:  2,5 m  G  >2,5 m 

 (14) 

 (m)

2,5 2,5< 5 5< 7 >7 

3 4 5 6 



 ΕΦΗΜΕΡΙΣ ΤΗΣ ΚΥΒΕΡΝΗΣΕΩΣ (ΤΕΥΧΟΣ ∆ΕΥΤΕΡΟ) 31773

©  1501-03-08-03-00:2009

27

1. QUALICOAT  Assurance of Quality for Aluminium Powder Coating 

2.  12373-1                Aluminium and aluminium alloys. Anodizing. Method for specifying        
decorative and   protective anodic oxidation coatings on aluminium -    

 -  -  1: 
 


